
1.Vulcanizing agent pre-dispersed masterbatch

S-80/70/65 Sulfur

IS60-75、IS90-65、IS90-70 insoluble sulfur；polymeric sulfur

DTDM-80 4,4’-Dithio dimorpholine 103-34-4

CLD-80 1,1'-dithiobis[hexahydro-2H-azepin-2-one] 23847-08-7

CV-50 alkyl phenol polysulfide

HDMC-70/80

PDM-70/75 N,N’-m-phenylene bismaleimide 3006-93-7

TCY-70 2,4,6-Trimercapto-s-triazine 638-16-4

BCS-41/IIR Alkyl phenolic resin combined with ZnO

2.Thiazole accelerator pre-dispersed masterbatch

MBT-75/80 2-mercapto-benzthiazol 149-30-4

MBTS70/75/75 Dibenzothiazyl disulphide 120-78-5

MDB-80 2-(4'-Morpholinodithio) benzothiazole 95-32-9

ZMBT-70/80 Zinc 2-mercaptobenzothiazole 155-04-4

3.Sulfenamide accelerator pre-dispersed masterbatch

CBS-75/80 N-cyclohexyl-2-benzothiazyl sulfenamide 95-33-0

TBBS-70/75/80 N-tert.-butyl-2-benzothiazyl sulphenamide 95-31-8

NOBS-80 N-Oxydiethylene-2-benzothiazole sulfonamide 102-77-2

DCBS-80 N,N-Dicyclohexyl-2-Benzothiazole Sulfenamide 4979-33-2

OTOS-80 n-oxydiethylene thiocarbamyl-n-oxydiethylene sulfenamide 13752-51-7

4.Thiuram accelerator pre-dispersed masterbatch

TMTM-80 Tetramethyl thiuram monosulphide 97-74-5

TMTD-75/80 Tetramethylthiuram disulphide 137-26-8

DPTT-70/75/80 Dipentamethylene thiuram tetrasulfide 971-15-3

TETD-75 Tetraethylthiuram disulphide 97-77-8

TBTD-40/55 Tetrabutyl Thiuram Disulfide 1634-02-2

TBzTD-70/80 Tetrabenzylthiuram disulphide 10591-85-2

https://www.chembk.com/en/chem/n-oxydiethylene thiocarbamyl-n-oxydiethylene sulfenamide
https://www.chembk.com/cn/chem/13752-51-7


TiBTD-80 Isobutyl thiuram disulfide 3064-73-1

DTDS(MPTD)-70/80 dimethyldiphenyl thiuram disulfide 53880-86-7

TOTD-80 Tetrakis(2-Ethylhexyl) thiuram disulfide 37437-21-1

5.Dithiocarbamate accelerator pre-dispersed masterbatch

ZDBC-70/75/80 Zinc dibutyl dithiocarbamate 136-23-2

ZDEC-70/80 Zinc diethyl dithiocarbamate 14324-55-1

ZDMC-75/80 Zinc dimethyl dithiocarbamate 137-30-4

TDEC-50/70/85 Tellurium diethyl dithiocarbamate 20941-65-5

ZEPC-70/80 Zinc Ethyl Phenl Dithiocarbamate 14634-93-6

ZBEC-70/75 Zinc dibenzyl dithiocarbamate 14726-36-4

ZDOT-80 Zinc dibenzyl dithiocarbamate

6.Guanidine accelerator pre-dispersed masterbatch

DPG-80 1,3-Diphenylguanidine 102-06-7

DOTG-75 N,N’-di-o-tolyl guanidine 97-39-2

7.Thiourea accelerator pre-dispersed masterbatch

ETU-75/80 ethylene thiourea 96-45-7

DETU-80 N,N'-Diethylthiocarbarnide 105-55-5

DPTU-80 Diphenyl thiourea 102-08-9

MTT-80 3-methylthiazolidine-2-thione 1908-87-8

8.Aldehyde amine accelerator pre-dispersed masterbatch (accelerator H-80)

HEXA-80 Hexamethylene tetramine 100-97-0

9.Xanthate accelerator pre-dispersed masterbatch (accelerator DIP-40)

DIP-40 Bis[(1-methylethoxy)thioxomethy1]tetrasulfide

10.Dithiophosphate accelerator pre-dispersed masterbatch

ZDTP-50 Zinc dialkyldithiophosphate 68442-22-8

ZBOP-50 Zinc dialkyldithiophosphate 68442-22-8

ZBPD-50/70 Zinco,o-dibutylDithiophosphate 6990-43-8



TP-50 Zinc dialkyldithiophosphate 6990-43-8

ZAT-70 Zinc amine dithiophosphate

11.Foaming agent pre-dispersed masterbatch

ADC-50/65/75/80 Azodicarbonamide 123-77-3

OBSH-50/75 Oxybis(benzenesulfonyl hydrazide) 80-51-3

DPT-40 N,N-dinitroso pentamethylene tetramine 101-25-7

ZBS-80 Zinc ben zenesulfinate 24308-84-7

HDU/GE、LDU/GE、FP、SA 140
S、LHDU/GE

microspheres foaming agent

12.Anti-scorch agent pre-dispersed masterbatch

CTP/50/70/75/80 N-(Cyclohexylthio)-phthalimide 17796-82-6

E-50/80 N-Phenyl-N-(Trichloromethylsu-lfenyl)-Benzene Sulfonamide
2280-49-1

13.Hygroscopic agent pre-dispersed masterbatch (Cao-80)

CaO-80 Calcium oxide 1305-78-8

14.Active agent pre-dispersed masterbatch

ZnO-80/85 Zinc oxide 1314-13-2

MgO-70/75 Magnesium Oxide 1309-48-4

PbO-80

Pb3O4-80

NaST-50

KST-50ZnST-75

15.Anti-aging agent pre-dispersed masterbatch

MBI-80 2-Mercaptobenzimidazole 583-39-1

MMBI-70 Methyl-2-mercaptobenzimidazole 53988-10-6

ZMMBI-50/70 2-Mercaptomethylbenzimidazole 61617-00-3

NDBC-75 Nickel dibutyl dithiocarbamate 13927-77-0

LIGFLEX 601-75 Kraft lignin



16.Adhesive pre-dispersed masterbatch

HMMM-50 Hexamethoxy methylmelamine resin 3089-11-0

R(Resorcinol)-80 Resorcinol-80 108-46-3

RK-70 1,3-diacetoxybenzene

TAIC-40 Triallyl isocyanurate

TAC-40 triallyl cyanurate

17.Special functional additives pre-dispersed masterbatch

Si69-50 Bis[3-(triethoxysilyl)propyl] tetrasulfide 40372-72-3

TiO2-80 Titanium dioxide 13463-67-7

BCM-80 Carbendazim (benzimidazole-derivative) 10605-21-7

Sb2O3-85 Diantimony trioxide

LHRD/GE Inorganic silicate

Mix-4、HATA-50 Zinc dialkyl dithiophosphate

ACT-70、ACTP-50 Active amine complex

LHG-80、LHM/GE Compound rubber additive


